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What is the GI?

Cold Roll GI = Galvanized Steel Coils 

Cold Roll is GI's basic plate GI = Galvanized Steel Coils Coating
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zinc solution



 What are different between PPGI vs GI?

GI = Galvanized Steel Coils PPGI = Prepainted Galvanized Steel Coils 

GI is PPGI's basic plate Coating PPGI
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 What is the pattern coils?

GI = Galvanized Steel Coils Pattern Steel Coils 

GI is Pattern Coils's  
basic plate

Coating pattern coils
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and so on

Different pattern



What is the  Roofing sheet ?

GI/PPGI Different Machines Different Specification



 What meant  for example :PPGI  5+10/5 ,Z30 ,RAL3002?

Z30G/M2:how many grams zinc per square meter ? the number:from Z20-Z120 

top paint flim thinckness:5um,
the number 5-10um 

top paint flim 
thinckness:10um,
the number 
8-20um 

back total paint flim t
hinckness:

5um,
the number 5-15um 

Note:because the top surface put out in the air,
so need the heavy pait film to protect, and the 
top paint film thickness higher than back paint 
film thickness.



What is the RAL No. ?

In order to distinguish the different color,there are a Color Card,every color has itself 
RAL No,it will help us  to produce when customers tel me what the color they want ? 


